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PROJECT INSPECTION

CLIENT: PRIMEX INDUSTRIAL COATINGS LTD. JOB NO: A026050607
140-12051 Horseshoe Way

Richmond, BC REPORT NO: 1
V7A 4V4
DATE: July 10, 2002

PROJECT: Traficron Coatings SPECIFICATION: Client request
ENG. CONSULTANTS: -.- EQUIPMENT: Coated Panels
VENDOR: Primex P.O.NO: Verbal
ATTENTION: Mr Gregory Palamarz REPORTBY: D Baron
DEFICIENCY SUMMARY:

1.0 July 05, 2002 - Testing at Canspec - D. Baron

11 Four coupcns were tested for coating adhesion. The coupons were galvanized steel and
treated with an adhesion-promoting primer, and coated as follows:

A B Traficron
F.G Epoxy Primer and Traficron Plus
1.2 The results are shown in the attached tables.

13 The Traficron Plus without epoxy primer, and Traficon, systems performed well in both
types of adhesion test

Yours truly,
CANSPEC GROUP INC. Reviewed by
&
/ Dave Baron, AScT /) T Jones, P.Eng
DB/TJ/ismp
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